
PRODUCT DATASHEET 

LEXAN™ UV8B35 FILM



◆ These are typical properties and are not intended for specification purposes. If minimum certifiable properties are required, please contact your

local POLYVANTIS representative or the POLYVANTIS Quality Services Department. Reported values are based on molded parts or 0.250 mm 

(0.010”) thickness film unless otherwise noted.

THICKNESS SPECIFICATIONS 

NOMINAL GAUGE RANGES MIN./MAX LIMIT OF NOMINAL 

Distributed by:

www.polymershapes.com

Film East: Tyngsboro, MA | (978) 926-0021

Film Central: Naperville, IL | (331) 204-0272

Film West: Fresno, CA | (559) 383-3456

Film Canada: Dorval, QC | (514) 442-1048

Film Mexico: Apodaca, MX | +52-81-8369-4688 


